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1. Tén mau : SUPER FLEX
Name of sample ,
2.Métaimau : - Mau thir nghiém do khach hang liy mau, cdc thong tin md ta mau vé so luong,
Description kich thude, khoi lugng ... chi ¢6 ¥ nghia nhin dang mau khong phai két qua thur
nghiém./ The samples were taken by the customer, information provided on
quantity, dimensions, weight, etc. is solely for sample identification purposes
and shall not be considered as part of the test results.
05 kg 10ng trang/ white liquid (A) + 15 kg bot xam/ grey powder (B)
3. S6 luong mau : 01
Quantity
4. Ngay nhan mau : 19/09/2025
Date of receiving
5. Noi giri mau: CONG TY TNHH CHONG THAM CAT TUONG
Customer ~ 119/1 Tran Thi Diéu, phwong Phwéc Long, Thanh pho Ho Chi Minh, Viét Nam
6. Thot gian thir nghiém  : 19/09/2025 — 29/10/2025
Testing duration
7. Diéu kién thir nghiém/ Test condition
Muc/ Item 8.1, 8.2, 8.3: Gia cong trén nén bé tong/ Coating on concrete substrate
o Ty 18 tron/ Ratio of mixing: A : B =1 : 3 (theo khoi luong/ by weight); (A+B) : Nude/ Water =5 : 1
(theo khdi luong/ by weight)
e Liéu luong gia cong: 2 16p; 1,5 kg/m?/2 16p
Dosage of preparation: Two layers; 1,5 kg/m*/2 layers
8. Két qua thir nghiém/ Test result : Xem trang/ See page 02/02

PHU TRACH PTN XAY DUNG TL. GIAM POC/ PP. DIRECTOR
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Tran Ngoc Sim

I. Ciic ket qua thir nghiém ghi trong phicu nay chi ¢6 gia try d61 véi mau do khach hang gtri dén va khong phai la gidy chimg nhin sin phim.
Test results are valid for the namely submitted sample(s) only. and this 1s not a certificate of product
2. Tén mau, tén khich hang duge ghi theo yéu ciu cia noi g miu. / Name of sample(s) and customer are written as customer's request.
3. Do khong dam bao do ma rgng dugc tinh tir d§ khong dam bao do chuin nhian v hé sb phu k = 2, phin b chuin tuong img vai 95 % do tin ciy
T'he reported expanded uncertainty of measurement is stated as the standard uncertainty of measurement multiplied by the coverage factor k = 2, at 95 % confidence level
4. Khong duge trich sao mét phéin phicu ket qua thir nghiém nay néu khong c6 su dong y bing viin ban cia Trung tim K¥ thudt 3,
This Test Report shall not be reproduced, except in full, without the written permission by Quatest 3
5. Mot thiie mic ve két qua, khach hang lién hé theo dja chi dh.cs@quatest3.com.vn dé biét thém thong tin
Please contact QUATEST 3 at the email addresses dh.cst@quatest3.com.vn for further information about test report

BM105.02 (HL: 07/07/2025)




I.l L1 o e = —r— S ™ e — = e — ——
—_ o ——

W

TRUNG TAM KY THUAT TIEU CHUAN PO LUONG CHAT
QUATEST3® QUALITY ASSURANCE & TESTING CENTER 3

Hr:ld {_]I"hu; -1'-)]‘1&1;111‘ ‘m Gon "n.‘hrd HL MC, "I.n.unm . "h.l [u 28) 15:q 1”*4 . l;ﬁ lu, “tu -.'n'."tl nl‘ . l umi infolu

KT3 01486AXD5

PHIEU KET QUA THU NGHI =
TEST REPORT

T

8. K&t qua thir nghiém
Test result

UY BAN TIEU CHUAN PO LUONG CHAT LUONG QUOC GIA

T Ep——

Tén chi tiéu Phuong phap thir
Characteristic Test method

Két qua thir nghiém |

Test result

]

8.1. Cudng dd bam dinh/ Adhesive strength, MPa | TCVN 12692:2020
e O diéu kién thuong / Under standard conditions
e CuoOng do bam dinh sau khi ngdm nudc
Adhesive strength after water contact
e Cuong do bam dinh sau 1do héa nhiét
Adhesive strength after heat aging
8.2. Do tham nudce dudi ap luc thuy tinh 1,5 bar trong 7
ngay sau 28 ngay TCVN 12692:2020

Water penetration (maintain a water pressure of
1,5 bar for 7 days) after 28 days
8.3. Kha ning tao cau vét nut ¢ diéu kién thuong sau

28 ngay, mm TCVN 12692:2020

Crack bridging ability under standard condition
after 28 days

1,21
1,19

2,09

Khong tham (!
Non-penetration

0,83

Ghi chu/ Note: ,. i
(D Két qua thir nghiém 1a gia tri theo da s6 ctia 3 mau thi/
The test result is the majority value of the 3 samples. g

|. Céc két qua thir nghiém ghi trong phi¢u ndy chi ¢é 214 tr) do1 v mau do khéch hi ang gin den v khong phai 1A gifw chimg nhiin san pham.
Test re sm"n are valid for the namely submitted sample(s) only, mm’ this is not a certificate of product.

2. Tén miu, tén khach hiang duge ghi theo yéu ciu coa noi gini mau. / Name of sample(s) -:nrrn’unrmm rare wrillen as customer’s request

3. D6 khong dam bao do mo rfng dugc tinh tr do khong diam bao do chuan nhin vén hé so phu k = 2, phin bd chudn twromg img var 95 % dé un ciy.
The reported expanded unce riainty of measurement is stated as the standard uncertainty of measurement multiplied by the coverage factor k = 2

4. Khong duge trich sao mot phan phicu két qua thir nghiém ndy ncu khong ¢6 sw dong v bing van bin cua Trung tim K thudt 3.
This Test Hfﬁu”ﬂmi’f not be reproduced, except i full, withowt the written permission by Quatest 3

5. Moi thic mic vé két qua, khich hing lién h¢ theo dia chi dh.cst@quatest3.com.vn d¢ bict thém thong tin.

Please contact QUATEST 3 at the email addresses dh cst@quatest3.com.vn for further information about test r pore

2, at 95 %o confidence level

BM105.02 (HL: 07/07/2025)



Lz

CAT TUONG

SuperFlex

TAI LIEU KY THUAT

MANG CHONG THAM LONG, GOC XI MANG - POLYMER DAN HOI 2 THANH PHAN

MO TA |

SuperFlex: Mang chéng tham 1dng, goc xi mdng - polymer

dan héi 2 thanh phan. Khi pha tron, hai thanh phan nay tao
thanh mét hon hop keo chéng thédm rét dé thi coéng. Khi

SuperFlex kho, sé tao thanh mot I6p mang chéng tham dan

hoi, bdm dinh xudt sdc vao hau hét cdc loai bé mat va cd thé
che phu cdc vét ndt nho.

SuperFlex chuyén dung chéng tham cho tat ca cac hang
muc cua nganh xay dung mdi (trr chdng thdm nguagc).

CAY YUONG

WATEHFHG-DFIHE SYSTEMS

oy | LD - BACHAIED B GAT TR

SuperFlex than thién véi mbi truong va hoan toan khéng
ddc hai nén thuong dugc dung chdng thdm cho ho boi, bé e o
nudc sinh hoat, ho ca....

PONG GOI & DINH MUC |

Pong goi: 20Kg / Thung:
e Thanh Phan A = 5Kg (nhua Polymer dan hoi).
e Thanh Phan B = 15Kg (xi mdng + phu gia).
Dinh muc: 1.5Kg/ m?/ 2 16p, day 0.8 - 1.0 mm.

Luu y: Tuy diéu kién thi cong, hang muc chong thdm ma dinh muc trén coé thé thay doéi theo diéu kién thuc té.

THONG SO KY THUAT

(Tuy dieu kién bé mat va phwong phap test mau)

D& bam dinh |én bé mat 0.8 -1.5 N/mm’

Han vét nit ma khéng can gia co 1.0mm

Han vét nit khi gia ¢6 bang lwéi Polyester hodc lwdi thay tinh | 50mm

D& bén kéo dut | 2.0-2.5 Mpa

D6 ben uon | > 10 N/mm* (28 days)

D6 gian dai | 130-200%

Cuong do nén 40 N/mm”

Chiu dwoc ap lwe nuoc Tich cwc: 7 bar / Tiéu cwe: 3 bar
The/i gian si dyng | 15-180 phut sau khi tron




DUNG CU THI CONG
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1. Bdm dinh xuét séc
SuperFlex cé d6 bdm dinh cao Ién hau hét cdc bé mat dudc dp dung (bé tong cl, bé tong mdi, vira cdn

nén, vira t6 tudng, tdm Cemboard...).

2. Thi cong trén bé mat am

SuperFlex |a hdp chat chong thdm gbc xi mdng nén ddc biét rat thich hgp thi cong trén bé mat dm uat.

3. Ban hoi, che phu vét nut
SuperFlex co6 tinh dan hoéi cao, cdé thé che phd vét ndt 1.0mm néu khdng gia c6 ludi. Che phua vét nut 1én dén

3.0mm khi gia c6 thém Iudi Polyester hodc ludi thuy tinh.

4. Khong doc hai
SuperFlex khong mui, khéng doc hai. Rat thich hgp cho viéc thi cong é nhitng hang muc khong gian kin.

5. Than thién véi moi trudng

SuperFlex da dugc kiEm nghiém va chiing nhdn thich hdp cho viéc tiép xuc truc tiép véi nudc udng.

QUY TRINH CHONG THAM THAM KHAO

@ San BTCT.

@ Gia co goc chan twérng: SuperFlex

© Gia co goc chan twérng: Polyester mat
@) Hé thong chong tham: 2 I&'p SuperFlex
© Vira bao vé

(® Gach hoan thién

@ Xirly co ong




HANG MUC CHONG THAM

MAI DOC, TUONG NGOAI SAN THUONG, MAI BANG MAI SAN VUON, BON HOA

=

HO BO1, HO NU'O'C NGAM TANG HAM, HO THANG MAY

(
1 3
of
i N
Do thanh phan A (chat [dng) Do thanh phan B (chat bot) vao Dung may danh bot tron déu 5
vao thung rong va sach sé. thung da cdé thanh phan A. dén 10 phut cho dén khi hon
Pha thém 10-15% nudc sach. hop déng nhat.
LUU Y:

Pha tron theo ty |1é 1:3, 1kg thanh phan A (chat Iong) tron vai 3Kg thanh phan B (chat bot).



THI CONG CHONG THAM
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Bé mdt cdn chdng thdm phdi dugc  Taluy vdt géc chan tudng, xdr ly c6 Quét I8p SuperFlex & gia co 16p UG
logi bd cdc tap chdt va vé sinh sach  6ng thoat nudc & t6 via kin bé Polyester ngay gdc chdn tudng, vét
sé bdng cdc dung cu chuyén dung. mat tudng gach. nut, c6 6ng,...
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Quét 2 |6p SuperFlex chong tham Cdn & t0 vita bdo vé Ién toan b6 bé odin thién 8p I4t theo yéu cdu
|én todn b6 bé mat san, tudnag. mat da dudc chong thadm SuperFlex. clia tiing hang muc.
Luu y:

DUng nudc sach tao dm bé mat can chéng tham trudc khi thi cdng SuperFlex.

Binh muc thi cong théng dung: 1.5Kg/ m2/ 2 I18p, day 0.8 - 1.0 mm. Tuy trudng hgp, diéu kién & bé mdt can thi cong
chong tham, dinh muc trén cé thé thay doi. Dé biét thém chi tiét, vui long lién hé nha sdn xudt hodc nha phan phoi
gan nhat.

GHI CHU

e Thong tin k¥ thudt va hudng dan s dung sédn pham dua trén kién thic va kinh nghiém ctia ching téi. Trong Uing
dung thuc té, ngudi st dung nén tham van truc ti€ép ky thudt cia Cat Tusng Waterproofing dé ddm bdo chat lugng
tot nhat.

e CONg ty cung cdp sdn phdm, tu van va hudng dan ky thudt nhung khéng bao gom trdch nhiém gidm sdét viéc sur
dung s&n phadm. Ngudi si dung san pham phai luén tham khdo tai liéu ky thudt mdi nhat cia san pham.



